
 Manufacturers 
Identified

Products 
Identified PIS C14 BEES Standards

7 18 8 9 2
1 Y23N Y23N-0003 yes 0
2 Y23N Y23N-0004 yes 0
3 Y23N Y23N-0002 yes 10
4 Y23N Y23N-0001 yes 10
5 W242 W242-0002 yes 23
6 W242 W242-0004 yes 24
7 W242 W242-0001 yes 31 yes
8 W242 W242-0003 yes 35 yes
9 J34L J34L-0001 37

10 BGG3 BGG3-0001
11 KWB4 KWB4-0001
12 RGQ4 RGQ4-0002
13 RGQ4 RGQ4-0003
14 RGQ4 RGQ4-0005
15 RGQ4 RGQ4-0001
16 RGQ4 RGQ4-0004
17 J34L J34L-0003 Dimensional Stability-Aachen  

Color Fastness AATCC 165  
Color Fastness AATCC 16-E  
Color Fastness AATCC 164  
Color Fastness AATCC 129
Color Fastness AATCC 138 
Color Fastness AATCC 107 
Wear testing Rotary Chair & Vetterman Drum 
Tuftbind - ASTM D-1335 
Delamination - ASTM D-3936

18 B29J B29J-0001
 



0 Third Quartile 31
0 Median 23
0 Average 19
0 First Quartile 10

 Manufacturers Identified Products Identified C14 BEES
1 Y23N Y23N-0003 0
2 Y23N Y23N-0004 0
3 Y23N Y23N-0002 10
4 Y23N Y23N-0001 10
5 W242 W242-0002 23
6 W242 W242-0004 24
7 W242 W242-0001 31 yes
8 W242 W242-0003 35 yes
9 J34L J34L-0001 37



Carpets

10 10

23 24

31
35 37

0 0
Q1 10

AVG 19

Q3 31

MED 23

0

20

40

60

80

100

0 1 2 3 4 5 6 7 8 9 10

Samples

B
io

ba
se

d 
C

on
te

nt
 (%

)


